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A B S T R A C T   

This work focuses on the development of starch-based nanocomposite films containing AgNPs obtained by 
different green synthesis techniques, the characterization of their relevant properties, the study of their cyto
toxicity and their application as food packaging on cheese. 

AgNPs were obtained by different green synthesis techniques: AgNP in situ and AgNP L. The incorporation of 
AgNP L improved the barrier properties of nanocomposite films, since water vapor permeability decreased (0.63 
± 0.07 × 10−10 g/m s Pa) compared to films containing AgNPs in situ (1.9 ± 0.1 × 10−10 g/m s Pa), while the 
UV–vis barrier capacity was higher (371.5 ± 15.6 and 314.1 ± 14.7, respectively). Films with AgNPs synthesized 
in situ were less cytotoxic for the Caco-2/TC7 line (90% viability) in comparison with films containing AgNPs 
synthesized with lemon juice (AgNP L). Vero cells were susceptible to adhesion problems on both control and 
nanocomposite films. Likewise, the differences observed between monocytes and macrophage THP-1 cells may 
be associated with the expression of different markers. Then, active packages were developed by thermo-sealing 
the films. The nanocomposite samples were able to extend the shelf life of cheese by 7 days, but the CL and AgNP 
L films were more effective, probably due to the synergistic effect of the active compounds present in the lemon 
juice and the low pH of the film-forming suspension. Finally, production costs and the current legislative 
framework for this type of material were revised.   

1. Introduction 

Nanotechnology has expanded rapidly in the last 5 years, with about 
17,000 publications related to the green synthesis and characterization 
of nanoparticles (NPs) and the production of environmentally friendly 
nanocomposite materials, according to the Scopus database as of 
November 2022. 

Biopolymers are a suitable medium for the synthesis and stabiliza
tion of AgNPs, as they allow a good dispersion of the nanoparticles 
within the matrix, which ultimately influences the stability and homo
geneity of the film (Mathew et al., 2019; Qin et al., 2019; Rafique et al., 
2017). According to Kraśniewska et al. (2020), the techniques for 
obtaining nanocomposite films depend on how the nanoparticles are 
synthesized and can be divided into two methods: in situ, where the 
polymeric matrix is used as a reaction medium for the formation of 
AgNPs and acts as a stabilizing agent for them (Ortega et al., 2017, 
2019); and ex situ, where the polymeric matrix is mainly used as a 

dispersion and stabilization medium for separately synthesized nano
particles (Ortega et al., 2021). 

In reference to nanocomposite materials with antimicrobial activity, 
factors such as size, shape, and Ag concentration, in addition to the NP- 
polymer interaction, must be considered. In this sense, good antimi
crobial activity against Gram-positive and Gram-negative bacteria was 
observed in the obtained nanocomposite materials (Ortega et al., 2017, 
2019). For this reason, NPs are incorporated into food contact materials 
because they can improve and extend the food shelf-life, but they must 
be safe, environmentally friendly, and cost-effective to obtain (Rizzotto 
et al., 2022; Vanlalveni et al., 2021). 

In view of the potential use of these materials, toxicological analysis 
is crucial, as there is a possibility that nanoparticles may migrate into 
food and be ingested by consumers of the product. In this regard, studies, 
and regulations on the migration of AgNPs in food simulants are not well 
established. In July 2021, the EFSA Panel on Food Contact Materials, 
Enzymes and Processing Aids (CEP) (Lambré et al., 2021) assessed the 
safety of additive AgNPs intended for use in plastics. They concluded 
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that AgNPs with a mean diameter of approximately 15 nm do not pose a 
safety concern to the consumer when used as an additive up to 0.025% 
w/w in synthetic polymers that do not swell in contact with aqueous 
foods and food simulants. On the other hand, European Union legisla
tion (European Commission, 2011. (EU) No 10/2011 on Plastic Mate
rials and Articles Intended to Come into Contact with Food) has set 
general migration limits for food contact material additives at 10 
mg/dm2 or 60 mg/kg of simulant. Several authors have investigated the 
migration of AgNPs from different polymeric materials (Kim et al., 2019; 
Polat et al., 2018; Störmer et al., 2017). In a previous work (Ortega et al., 
2022) the release of AgNP in situ and AgNP L included in starch-based 
nanocomposite films to food simulants (water, acetic acid, and 
ethanol) was studied. The released Ag (mg Ag/kg simulant) was higher 
for films with AgNPs in situ. Regardless of the maximum values obtained, 
these were lower than the limit established by EU legislation and the 
national standard, which establishes global migration limits at 8 
mg/dm2 or 50 mg/kg of food or simulant (MERCOSUR, Resolution 
MERCOSUR N_ 36/92 and Res. Conj. 140 and 526/01). On the other 
hand, the bio-disintegration of the developed nanocomposite materials 
was demonstrated over a period of 90 days under composting condi
tions. The eco-toxicity test allowed inferring that the bio-disintegration 
of the studied films did not contribute substances with phytotoxic ac
tivity to the compost under the evaluated conditions, allowing the 
germination of fast-growing species that are indicators of phytotoxicity 
(Ortega et al., 2022). 

When considering the application of these nanocomposite materials 
as food packaging, it is necessary to evaluate the cytotoxicity of AgNPs. 
There are few studies that go further by evaluating the cytotoxicity of 
the materials developed and why the cell lines tested were chosen. For 
this purpose, assays are used on different cell lines related to the intes
tinal epithelium, such as Caco-2 and FHC, fibroblasts, such as Vero, 
Huh7 liver cells, THP-1 monocytic cells, among others (Abdallah et al., 
2020; Böhmert et al., 2014; Hasanin et al., 2021; Yu et al., 2019). 
Although there are numerous works reporting on the development of 
nanocomposite materials, including some that propose applications in 
the food area (Leites Luchese et al., 2021; Mangaraj et al., 2019; Mathew 
et al., 2019; Noshirvani et al., 2017; Zhai et al., 2018), there are few 
investigations reporting on the study of the cytotoxicity of materials 
containing AgNPs, which is crucial for progress in this regard. Likewise, 
to scale up the production of these materials, it is important to estimate, 
at least, the costs of the necessary inputs and to relieve the regulatory 
aspects that these materials must satisfy. 

Cheese has been proposed by several authors as a model system to 
evaluate the performance of different materials used as packaging since 
it is a biologically and biochemically unstable food, making its 

conservation a challenge (Cerqueira et al., 2010; Jafarzadeh et al., 2021; 
López et al., 2013; Lucera et al., 2014). This dairy product is exposed to 
different microbial and chemical deteriorations during manufacturing, 
processing, and storage (Ferrão et al., 2016). Cheese surface is suscep
tible to contamination by bacteria and fungi due to its acidity conditions 
and relative high-water activity (Proulx et al., 2017). One of the most 
desirable approaches to increase cheese shelf-life is using the proper 
packaging, which leads to reducing biochemical, microbiological, 
physical and chemical deterioration, as well as enhancing the handling 
and marketing of cheese (Khoshgozaran et al., 2012). In this sense, the 
use of nanocomposite films as cheese packaging has been scarcely 
studied (Jafarzadeh et al., 2021). 

Thus, the aims of this work were to develop nanocomposite starch- 
based films containing AgNPs obtained by different green synthesis 
techniques, to characterize their relevant properties, to study their 
cytotoxicity and to evaluate their applications as food packaging on 
cheese. 

2. Materials and methods 

2.1. Materials 

Native corn starch with 25% amylose was provided by Unilever 
(Buenos Aires, Argentine) and glycerol (Anedra, Buenos Aires, Argen
tine) was used as a plasticizer. For nanocomposite films containing 
AgNPs in situ, silver nitrate (AgNO3) and maltose (reducing agent) were 
purchased from Biopack (Buenos Aires, Argentine) and for the samples 
with AgNP L, lemons (Citrus limon) used were grown in La Plata city, 
Argentine (34◦56′26′′S 57◦59′44′′ W). The rest of the reagents used were 
of analytical grade. 

2.2. Obtention of nanocomposite starch films 

Nanocomposite starch films including AgNPs were obtained by 
casting method according to Ortega et al. (2017–2021). Briefly, for the 
materials with AgNPs in situ a filmogenic suspension with native corn 
starch (3% w/v) was gelatinized, then 10 ml of AgNO3 6.5 × 10−4 M was 
added such that the final concentration of Ag in the films was 143 ppm, 
and 20 ml of maltose (1.3 × 10−3 M) solutions were incorporated as 
reducing agent. The system was kept under stirring at 90 ◦C for 20 min. 

To obtain films with AgNP L the volume of 1920 μl of AgNP L was 
mixed with 100 ml of 3% w/v corn starch suspension and gelatinized at 
90 ◦C for 20 min as specified in Ortega et al. (2021). 

In both cases, after gelatinization, the nanocomposite filmogenic 
suspensions were cooled at 50 ◦C and 30% w/w glycerol (Anedra, 
Buenos Aires, Argentine) was added as a plasticizer and then dried in an 
air forced convection oven GRX-9203A (Bluepard Instruments Co., 
Shanghai, China) (50 ◦C for 5 h). 

The CS and CL films correspond to the starch polymer matrix without 
nanoparticles and were obtained according to Ortega et al. (2017, 
2021). 

2.3. Silver nanoparticles characterization 

To characterize the AgNPs’ suspension 3 ml were taken and analyzed 
by UV–vis absorption spectroscopy according to (Ortega et al., 2017, 
2021) using a T90+ UV/vis Spectrometer (PG Instruments Limited, 
Leicestershire, UK). After the nanoparticles were obtained the size and 
morphology were analyzed by transmission electron microscopy (TEM) 
JEOL-JEM 1200EXII, (Jeol, Tokyo, Japan) equipped with an Erlangshen 
ES1000W, Model 785 (Gatan Inc., Pleasanton, California, USA) camera 
and the images were processed using the ImageJ Software™ (Schneider 
et al., 2012). 

Zeta potential (ζ) was measured in a SZ-100 Nano particle analyzer 
(Horiba Scientific, Kyoto, Japan) applying a voltage 3.3 V at 25 ◦C. 
Determinations were performed at least in duplicate. 

Abbreviations 

Citric acid (CA) 
Control DMEM (CM) 
Control AgNP in situ (CS) 
Control AgNP L (CL) 
Dulbecco’s Modified Eagle Medium (DMEM) 
3-(4,5-dimethylthiazol-2-yl)-2,5 diphenyl tetrazolium (MTT) 
Elastic modulus (EM) 
Elongation at break (EB) 
Fetal bovine serum (FBS) 
Phosphate buffered saline (PBS) 
Tensile strength (TS) 
Silver nanoparticles (AgNP) 
Silver nanoparticles synthesized in situ (AgNP in situ) 
Silver nanoparticles synthesized using lemon juice (AgNP L) 
Water vapor permeability (WVP)  
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2.4. Characterization and films’ properties 

2.4.1. Microstructural characterization of nanocomposite films 
Infrared spectroscopy by Fourier transform with attenuated total 

reflectance (ATR-FTIR) was determined as mentioned in Ortega et al. 
(2022) using a Nicolet-iS10 FTIR spectrometer (Thermo Scientific, 
Waltham, MA, USA) with attenuated total reflection. 

To evaluate the films’ crystallinity X-ray diffraction (XRD) analyses 
were carried out using a X’Pert Pro PAnalytical Model PW 3040/60 
(Malvern Panalytical, Almelo, Netherlands) diffractometer equipped 
with a Cu Kα radiation (λ = 1543 nm) and a detector operating at 40 kV 
and a current of 40 mA. The diffraction patterns were obtained in the 
range of 2θ = 3◦–60◦. The crystallinity (%) was calculated according to 
Versino and García (2019). 

The morphology of obtained films were examined by scanning 
electron microscopy using a FEI QUANTA 200 SEM (FEI Company, 
Hillsboro, OR, USA) with an Apolo 40 electron detector and acceleration 
voltage of 10 kV according to Ortega et al. (2019). 

2.4.2. Films’ optical properties 
The surface color of the films was measured using a Konica Minolta 

CR Series 300 (Konica Minolta, Tokyo, Japan). Samples were placed on a 
white standard plate (L* = 97.44, a* =−0.06 and b* = 1.78) and at least 
five measurements were taken. Luminosity (L*) and chromaticity pa
rameters (a* and b*) were registered using the CIELab color scale. 

The film transparency was calculated as the absorbance value at 600 
nm divided by film thickness and was expressed as A600/mm, and the 
UV–vis barrier capacity as the area under the absorption curve between 
200 and 700 nm as described in a previous work (Ortega et al., 2019). 

Film thickness was measured using a digital ultrasonic thickness 
gauge meter CM-8822 (REED Instruments, NY, USA), on a non-ferrous 
surface for non-conductive materials. The mean value of fifteen mea
surements on different positions was reported. 

2.4.3. Films’ solubility and moisture content 
Solubility (%) and moisture content (%) were calculated as described 

(Ortega et al., 2017). 
Briefly, for the solubility’s determination at 25 ◦C, the film samples 

(2 × 2 cm2) were weighed and then stirred at 200 rpm for 1 h in beakers 
containing 80 ml of ultrapure water. Finally, the samples were recovered 
by filtration and dried at 105 ◦C to a constant weight. 

The moisture content was determined by measuring the weight loss 
of the films after drying in an oven at 105 ◦C to constant weight. 

The reported results corresponded to the mean of at least two 
replicate assays. 

2.4.4. Films’ water vapor permeability 
WVP tests were conducted using the ASTM method E96 with several 

modifications according to López et al. (2008). Assays were performed 
at least in triplicate and results were expressed in (g/m s Pa). 

2.4.5. Films’ mechanical properties and heat-sealing capacity 
Mechanical properties of the films were analyzed using a TA.XT2i- 

Stable Micro Systems (Godalming, UK) texturometer with an A/TG 
tension grip system. Ten probes (0.6 × 7 cm2) were tested at a strain rate 
of 5 mm/s in the pre-test and 1 mm/s in the assay. According to the 
ASTM D882-91 method, EM (MPa), TS (MPa) and EB (%) were calcu
lated as was previously described (Ortega et al., 2017). 

The heat-sealing capacity was studied using an impulse-wire ther
mosealer (HermePlas, Buenos Aires, Argentine) on film samples of 9 cm 
diameter. Heat-sealing resistance was evaluated using the above 
mentioned texturometer (Stable Micro Systems) and A/TG tension grips 
onto nine probes (0.6 × 7 cm2). Mechanical patterns were registered, 
and the maximum tensile resistance (MPa) was calculated according to 
ASTM standard method F 88-00 (2001). 

2.5. Cytotoxicity evaluation of nanocomposite films 

The cytotoxicity of nanocomposite films was determined by evalu
ating the cell viability through mitochondrial dehydrogenase activity 
test in Caco-2/TC7 and Vero culture cells, and propidium iodide stain on 
the monocytic cell line THP-1. 

2.5.1. Caco-2/TC7 and Vero cells 
Caco-2/TC7 cells were grown in DMEM with 25 mM glucose (GIBCO 

Life Technologies, Grand Island, USA), 15% inactivated (30 min, 58 ◦C) 
FBS (Internegocios S.A., Buenos Aires, Argentine), 1% not-essential 
amino acids (GIBCO Life Technologies, Grand Island, USA) and 12 UI/ 
ml and 12 μg/ml of penicillin and streptomycin (Life Technologies, 
Cergy, France), respectively. Cells were inoculated into 24- or 48-well 
plates (JetBiofilm, China) at a rate of 2.5 × 105 cells/ml and incu
bated at 37 ◦C in a 5% CO2 atmosphere for 7 days. 

Vero cells were grown using the same medium as described for Caco- 
2/TC7 but supplemented with 10% FBS (Internegocios S.A) and incu
bated under the same conditions for 48 h. Inoculated cells were used at a 
rate of 2.5 × 105 cells/ml in plates (JetBiofilm) with 24- or 48- wells. 

The effects of AgNPs on Caco-2/TC7 and Vero cells were evaluated 
by conversion of MTT to an insoluble purple formazan by mitochondrial 
dehydrogenases according to Minnaard et al. (2001) with some modi
fications. Film samples (5 × 5 mm2) were sterilized under UV light for 5 
min on both sides, while the cells into the culture plates were washed 
two times with phosphate buffered saline (PBS) and 200 μl of DMEM 
(GIBCO Life Technologies) was added per well. Finally, the sterilized 
samples were placed on the culture cells and incubated at 37 ◦C in 5% 
CO2 atmosphere for 1 and 24 h for both Caco-2/TC7 and Vero cells. Then 
the samples were removed, the cells were washed three times with PBS 
and 250 μl of MTT (Sigma Aldrich Co., St. Louis, MO, USA, 0.5 mg/ml) 
per well were added, incubating 2 h at 37 ◦C. MTT was then removed, 
and purple formazan crystals were solubilized from the cells using 200 μl 
of DMSO (Biopack, Buenos Aires, Argentine). Absorbance was measured 
at 550 nm using a Synergy HT fluorescence microplate reader (Biotek 
Instruments, Winooski, VT, USA). Cell viability (%) was calculated as: 

cell viability(%)=
Am
Ac

× 100  

where Am is the samples’ absorbance and Ac is the absorbance of control 
cells. The informed values corresponded to the mean of at least three 
determinations. 

CM and controls polymeric matrix (CS and CL see section 2.2) were 
also analyzed. 

2.5.2. THP-1 cells 
The THP-1 cells were grown in DMEM (GIBCO Life Technologies) 

medium supplemented with 10% FBS (Internegocios S.A) according to 
Assad et al. (2021) and 0.5 ml (per well) of 1.3 × 106 cell/ml suspension 
were placed in a 24- well plate (JetBiofilm). Afterwards, the films’ 
samples were placed on the culture cells, as aforementioned and incu
bated for 1 or 24 h at 37 ◦C in a 5% CO2 atmosphere. After that, the 
samples were removed, and cells were washed three times with cold 
PBS. Finally, the cells were resuspended in 200 μl PBS for a flow 
cytometry analysis. 

To differentiate the THP-1 cells to a macrophage-like phenotype the 
culture was treated with Phorbol-12-myristate-13-acetate (PMA, 200 
nmol L−1 final concentration) (Sigma Aldrich) (Assad et al., 2021). The 
cells in a 24-well plate were washed twice with cold PBS and the films’ 
samples were added with DMEM (GIBCO Life Technologies) 500 μl and 
then treated as mentioned above for the undifferentiated THP-1 cells. 

To determine the cell viability, propidium iodide (PI) (Sigma 
Aldrich) (1 μg/ml) was added to each tube immediately before flow 
cytometry analysis with a blue-green excitation light (488 nm Argon-ion 
laser) in a FACSCaliburTM (BD Bioscience, Franklin Lakes, NJ, USA) 
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equipped with a CellQuestTM software. Gating of cells was performed in 
SSC vs. FSC scatter plot, and these were analyzed according to the red 
fluorescence (channel FL2+). The analysis of the results was carried out 
using the FlowJoTM V10.4 program and results were expressed as per
centage of FL2+ cells. 

2.6. Application of the nanomaterials as food packaging on cheese 

To evaluate the effectiveness of the nanomaterials as active food 
packaging, the films were used to package a dairy product. A commer
cial soft cheese from whole cows’ milk, with a fat content of 45%–60%, 
and moisture content of 46%–55% (data provided by the supplier) was 
used. According to Ortega et al. (2017) with some modifications, regular 
portions of soft cheese (10 g) were packed in thermosealed bags ob
tained from nanocomposite starch films. Portions of soft cheese depos
ited on Petri dishes were used as controls. All samples were placed in PD 
141 (CRYOVAC®, Elmwood Park, NJ, USA) synthetic bags, a 75 μm 
thick low-density polyethylene, and stored at 4 ◦C. 

2.6.1. Microbiological quality of cheese packaged with nanocomposite films 
Lactic acid bacteria, yeast and molds were counted at initial time and 

after 7, 14, and 21 days of refrigerated storage. For this, cheese samples 
(10 g) were homogenized in a Stomacher Seward Model 400 (Seward 
Laboratory Systems Inc., Worthing, United Kingdom) at 230 rpm for at 
least 1 min with 90 ml of 0.1% p/v sterile peptone water. To reduce the 
sampling error, duplicates of the homogenate were made. Dilutions of 
the homogenate were used to inoculate MRS agar plates (de Man, 
Rogosa and Sharpe, BIOKAR; Biokar Diagnostics, Beauvais, France) or 
YGC agar plates (Yeast extract, glucose, chloramphenicol, Merck, 
Darmstadt, Germany) and they were incubated for 24 h at 37 ◦C or 5 
days at 25 ◦C, respectively. Viable microorganism counts were deter
mined by counting the number of colonies formed, expressing the results 
as CFU/g of cheese. All tests were conducted in triplicate. 

2.7. Statistical analysis 

All experiments were performed at least in duplicates, with indi
vidually prepared and casted films as replicated experimental units as 
described previously in each determination. Systat software (SYSTAT, 
Inc., Evanston, IL, USA) version 10.0 and InfoStat version 2020 (InfoStat 
Group, FCA, National University of Córdoba, Argentine) were used for 
multifactor analysis of variance as well as linear and nonlinear 

regressions. Differences in the films’ properties were determined by 
Fisher’s least significant difference (LSD) mean discrimination test, 
using a significance level of α = 0.05. Likewise, a Principal Component 
Analysis (PCA) was carried out to analyze the interdependence between 
the characteristics of the NPs obtained by different synthesis techniques 
and the relevant properties of the derived nanocomposite materials. 
Biplot graphs and the cophenetic correlation coefficient’s values were 
reported, the latter being indicative of the quality of the grouping of the 
variables according to the components. The aforementioned software 
was used for this purpose. 

3. Results and discussion 

3.1. Silver nanoparticles obtained by different green synthesis 

The silver nanoparticles were synthesized through the chemical 
reduction of Ag + by maltose in AgNPs in situ, and by the active com
pounds present in the lemon juice in the AgNP L. The obtention was 
followed using UV–vis spectroscopy, since it is a simple and widely used 
analytical technique to monitor the formation of nanoparticles. The 
metal NPs exhibit different colors depending on their size and 
morphology, due to the excitation of the surface plasmon resonance 
(SPR) and usually, spherical nanoparticles exhibit a single SPR band in 
the absorption spectra. (Sun & Xia, 2003; Wu et al., 2016). Fig. 1 shows 
the characteristic SPR band for the AgNPs with an absorbance maximum 
at 431 nm for AgNPs in situ and 470 nm for AgNP L (Ortega et al., 2017, 
2019, 2021). The SPR band shift would be related to the different sizes of 
the silver nanoparticles, 14.2 ± 4.4 and 5.5 ± 0.8 nm for AgNPs in situ 
and AgNP L, respectively. Rather et al. (2018), observed a similar 
behavior when studying the effect of reducing sugars in the synthesis of 
Ag and Cu nanoparticles. These authors suggest that, depending on the 
structure and number of monomeric units in the carbohydrates, they 
would bind differently with the NPs during the capping step, resulting in 
different degrees of stabilization and size variation. In the case of AgNP 
L, the anomeric carbon in both glucose and fructose, supplied by lemon 
juice, allows them to act as good reducing agents, obtaining smaller 
nanoparticles. According to Selvakumar et al. (2016), the amplitude 
observed in the plasmon of AgNP L can be attributed to the different 
compounds present in the lemon juice such as, CA, ascorbic acid, vita
mins, among others. 

When analyzing the nanocomposite suspension by TEM, it was found 
that in general, the AgNPs had a spherical morphology with a good 

Fig. 1. Effect of silver nanoparticles synthesis method on: surface plasmon resonance and morphological and stability characteristics.  
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dispersion in the suspension (Fig. 1). Using the ImageJ software, the 
average diameter of the silver nanoparticles was determined, being 
significantly (p < 0.05) smaller than the NPs synthesized with lemon 
juice as a reducing and stabilizer agent (Table inserted in Fig. 1). This 
difference may be explained considering that, at the same synthesis 
temperature (90 ◦C) the compounds in the lemon juice (mainly ascorbic 
and citric acid, reducing sugars and polyphenols) are consumed more 
quickly leading to the formation of smaller nanoparticles. 

The stability of the nanocomposite suspensions was evaluated 
through ζ potential measurements, and the obtained results were −12.7 
± 2.4 and −10.8 ± 1.6 mV for AgNPs in situ and AgNP L, respectively 
(Table inserted in Fig. 1). In agreement with Singh et al. (2014) during 
the metal reduction by the reducing sugars, the latter is oxidized to their 
corresponding acids compensating the van der Waals forces between the 
particles due to the negative charge formed around the nanoparticles. In 
addition, in the case of AgNP L, the negative values are indicative that 
reducing sugars, ascorbic acid, and polyphenols, are responsible for the 
reduction and stabilization of NPs (Ortega et al., 2019, 2021). Other 
authors (Kahrilas et al., 2014; Kaviya et al., 2011; Selvakumar et al., 
2016) obtained stable and spherical AgNPs with a small degree of 
agglomeration using citric peel and juice extracts, respectively. 
Although the chemical reduction of a silver salt with organic reagents is 
the most widely used and profitable method for a large-scale synthesis of 
NPs, the implementation of plant extracts is economically convenient 
since present a dual function of formation and stabilization of nano
particles in aqueous medium and, they do not require high temperatures 
and long reaction times reducing the energy consumption. Several 
works have reported the obtention of other metal nanoparticles using 
plant extracts (Hashem et al., 2018; Jayachandran et al., 2021; Sarwar 
et al., 2021). 

3.2. Characterization of nanocomposite starch films 

By the casting method it was possible to obtain homogeneous 
nanocomposite starch films. In both cases, the AgNPs in situ and AgNP L 
did not affect the filmogenic capacity of starch suspensions and the 
materials were easily peeled-off from the plates without breaking. 
Furthermore, the samples with AgNP L took a slightly orange hue and 
the thickness did not present significant (p > 0.05) differences as shown 
in Table 1. 

Regarding optical properties the luminosity (L*) increased signifi
cantly (p < 0.01) for the samples containing AgNPs in situ due to in films 
with AgNP L the presence of other components in the lemon extract may 
be influencing this parameter (Table 1). On the other hand, the flavo
noids and phenolic compounds of the lemon juice could significantly 
improve (p < 0.01) the UV-barrier capacity of the AgNP L films (Ortega 
et al., 2021). 

Table 1 shows that the AgNP L films exhibit a significantly (p < 0.05) 
lower water vapor permeability than samples with AgNPs in situ, 
because of the action of the CA (present in the lemon juice) as cross
linker. The effect of nanoparticles addition on the corn starch films’ 
WVP was previously discussed (Ortega et al., 2017, 2021). 

The X-ray diffractograms and the crystallinity degree (CD, %) of the 
control and nanocomposite films are shown in Fig. 2a. The control starch 
films presented a semi-crystalline pattern with diffraction peaks around 
2θ = 17.8; 20 and 22.7◦, with small deviation in accordance with the 
results obtained by López (2011). In addition, the inclusion of AgNPs in 
situ did not significantly modify the crystalline morphology of the starch 
matrix. The characteristic diffraction peaks mentioned by Mohan et al. 
(2016) for crystalline planes of the face-centered cubic (fcc) of Ag (2θ =
37.6; 43.8; 63.85 and 77.15◦, corresponding to the (111), (200) and 
(311) planes, respectively were not observed, because the signals of the 
starch matrix are overlapped to the Ag signal at low concentration in the 
films. For the samples containing AgNP L (3.74 wt% CA for this con
centration of 71.5 ppm) no new peaks appear in the diffractogram, but a 
slight decrease in intensity is observed at 20 and 22◦ with respect to the 

control film and that with AgNP in situ. Shi et al. (2008) studied the 
effect of different concentrations of CA (5–30 wt%) on the structural 
properties of PVA/starch films and stressed that both the plasticizing 
and crosslinking effects of CA lead to a decrease in crystallinity. It has 
been suggested that the incorporation of CA affects the crystallinity of 
starch-based films by generating crosslinks in the matrix, stiffening the 
structure, and modifying the alignment of the polymeric chains, 
although some of the amorphous zones of the starch may have been 
better oriented after crosslinking. (Reddy & Yang, 2010; Shi et al., 
2008). The inclusion of AgNP L to the starch matrix partially reverts the 
action of CA, and this supports what was discussed in Ortega et al. 
(2021) where it is pointed out that the incorporation of up to 5% CA 
induces the crosslinking of the polymeric chains and that there is a 
reinforcement in the materials by incorporation of 71.5 ppm of AgNP L. 
As well as for the AgNPs in situ, it was not possible to visualize the peaks 
corresponding to Ag due to the low concentration of AgNP L incorpo
rated to the films. 

Regarding the microstructural characterization of the nano
composite systems, SEM micrographs (Fig. 2 b-e) showed that the AgNPs 
were integrated in the polymeric matrix and ATR-FTIR analysis dis
cussed in Ortega et al. (2022) confirmed the participation of the OH 
groups of the starch in the stabilization of the synthesized AgNPs. 

The principal components analysis (PCA) allowed the integration of 
the AgNPs’ characteristics obtained by different green synthesis tech
niques with the relevant properties of the nanocomposite materials that 
will condition their subsequent application, also integrating the results 
of nanoparticles migration and biodegradation (Fig. 3). The total vari
ance could be explained by two principal components (CP1 = 55.4% and 
CP2 = 44.6%). The cophenetic correlation was 1.0 indicating that the 
association of the variables would be appropriate. CP1 differentiated 
between control and nanocomposite samples, while CP2 discriminated 
according to the CA content and other compounds provided by the 
lemon juice. Films with AgNP in situ were placed next to the TS, particle 

Table 1 
Summary of relevant properties of nanocomposite starch-based films.  

Film property Nanocomposite starch based films 

AgNP in situ AgNP L 

Thickness (μm) 102.0 ± 6.7a 102.7 ± 3.9a 

Luminosity (L*) 94.7 ± 0.7b 88.1 ± 0.5a 

UV–vis barrier capacity 
(200–700 nm) 

314.1 ± 14.7a 371.5 ± 15.6b 

Transparency (mm¡1) 4.5 ± 0.3a 7.9 ± 0.6b 

Solubility at 25 ◦C (%) 34.2 ± 0.5a 40.9 ± 0.6b 

WVP £ 10¡10 (g/m s Pa) 1.9 ± 0.1b 0.63 ± 0.07a 

Tensile strength (MPa) 5.8 ± 0.3b 4.0 ± 0.6a 

Elastic Modulus (MPa) 15.2 ± 0.3a 14.2 ± 1.8a 

Elongation at break (%) 32.5 ± 0.7a 40.0 ± 5.6b 

Heat sealing capacity 
(maximum tensile 
resistance, MPa) 

1.30 ± 0.17a 1.8 ± 0.4a 

Antimicrobial capacity 
againsta,b 

Salmonella spp., E. Coli, 
S. aureus, Penicillium 
spp. 

Salmonella spp., E. Coli, 
P. aeruginosa, S. aureus 

Ag diffusion coefficient in 
water (cm2/s)c 

3.41 × 10−9 5.61 × 10−10 

Ag diffusion coefficient in 
3% v/v acetic acid (cm2/ 
s)c 

1.99 × 10−9 1.53 × 10−9 

Ag diffusion coefficient in 
15% v/v ethanol (cm2/s)c 

3.68 × 10−9 3.72 × 10−9 

Bio-disintegration in soil 
after 90 days (%)c 

56.3 49.4 

Compost ecotoxicityc No present No present 

Means ± SD values are presented. Different letters within the same column 
indicate significant differences (p < 0.05). 

a Ortega et al. (2017). 
b Ortega et al. (2021). 
c Ortega et al. (2022). 
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diameter and amount of Ag that migrated to the simulants water and 3% 
v/v acetic acid, respectively, after 7 days (Ag/water and Ag/AA). These 
results agree with previously reported (Ortega et al., 2017, 2019, 2022) 
since, AgNPs in situ presented a higher diameter, reinforced the starch 
matrix, and migrated more to the simulant media compared to AgNP L. 
This may be related with the Ag concentrations incorporated in each 
case. The AgNP L films were situated near the material EB, EM, and 

thickness, in agreement with Table 1. It should be noted that in the 
biplot graph, the bio-disintegration (BD) and the FTIR peaks’ absor
bance ratio 1022/995 (associated with the contribution of the amor
phous zones) were located in the same quadrant and in opposition to the 
EM, since the reinforcement of the matrix is evidenced by higher EM 
values and consequently a more rigid structure is less accessible to attack 
by soil microflora, requiring more time for biodegradation, which is 
evidenced in Table 1, since the % biodegradation at 90 days for AgNPL 
films is significantly lower. 

3.3. Cytotoxicity evaluation of nanocomposite films 

The cytotoxicity assays allow the evaluation of the cellular response 
against a potentially toxic agent. Considering that the cytotoxic effects 
of AgNPs depend on the cell line used, three different cell types were 
tested. Caco-2/TC7 cell line (of human colon adenocarcinoma origin) is 
the most popular in vitro model for the toxicological evaluation of the 
nanomaterials due to the similar structure and function with the 
enterocytes (Tibolla et al., 2019). In addition, the TC7 clone has the 
advantage of differentiating in 7 days (Chantret et al., 1994). Vero cells 
are fibroblastic monkey cells and widely used as cytotoxic assay models 
due to their sensitivity to different treatments (Popoff, 1987) and THP-1 
is a human leukemia monocytic cell line accepted as a good model for 
immunological studies (Assad et al., 2021); Chanput et al., 2013; Z. Qin, 
2012). 

The mitochondrial activity of Vero and Caco-2/TC7 cells exposed to 
control (CM, CS and CL) and nanocomposite (AgNP L and AgNP in situ) 
films for 24 h are shown in Fig. 4.a. The films with AgNPs in situ (143 
ppm) were less cytotoxic for the Caco-2/TC7 line (90% viability) 
compared to CL and AgNP L films. The observed effect on human in
testinal epithelial cells may be since the AgNPs, synthesized in situ in the 
filmogenic suspension and coated by the starch, are more integrated in 
the polymer matrix, less exposed and therefore their interaction with the 
cells is limited. Yu et al. (2019) studied the effect of different concen
trations (50–1000 μg/ml) of AgNPs and cellulose nanofibers on the 
viability of Caco-2 cells and according with to the MTT assay, they 
observed no significant decrease in the number of viable cells until the 
added concentration was 1000 μg/ml. Considering the obtained results 
and the cytotoxicity classification based on the percentage of viability 
(100%–75%) established by the ISO 10993 standard (Young et al., 
2005), the films with AgNPs in situ did not show any toxic effect on 

Fig. 2. a) Diffractograms and crystallinity degree (CD, %) of control and nanocomposite films and SEM micrographs of starch based films containing AgNP L (b, c) 
and AgNP in situ (d,e). 

Fig. 3. Biplot graph resulting from the PCA of the main film properties of 
nanocomposite films and the characteristics of the nanocomposite filmogenic 
suspensions (yellow dots) containing AgNP in situ and AgNP L, (red dots). The 
properties analyzed were: optical film properties (transparency and UV–vis 
barrier), WVP, film water solubility at 25 ◦C (Solub 25 ◦C), film thickness, 
mechanical properties (EB, EM and TS), the ratios of the absorbances of FTIR 
peaks 1022/995 and 1045/1022, crystallinity degree (CD), percentage of 
biodegradation at 90 days (BD), Ag migration in acetic acid simulant (Ag/AA) 
and water (Ag/water) and characteristics of synthetized nanoparticles as the 
mean diameter and ζ of the filmogenic suspensions that contain them. (For 
interpretation of the references to color in this figure legend, the reader is 
referred to the Web version of this article.) 
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human colon cells after 24 h of contact. 
For Vero cells significant differences (p < 0.05) were observed be

tween CM and all the samples tested, either nanocomposite films or their 
controls. This result may be related to the adhesion differences observed 
between the film and Vero cells, possibly due to the matrix formulation 
(starch and glycerol). These results support the use of different cell lines 
to evaluate cytotoxic effects. 

Some factors such as shape, capping, zeta potential, and diameter 
can be critical for the toxicity of the AgNPs, especially for those with 
diameters ≤10 nm (Liao et al., 2019; Palem et al., 2018; Rolim et al., 
2019; Yu et al., 2019). In this sense, no significant differences were 
observed between the films with AgNP L of 5.5 ± 0.8 nm diameter and 
their respective control for the cell lines studied. Although there is a 
decrease in cell viability, it is greater than 60% for both CL and AgNP L 
samples. This result can be related to the acidity of the materials to the 
cell medium, since the initial filmogenic suspension had an average pH 
of 3.0. However, the DMEM color did not change throughout the test 
indicating that the film did not affect the medium pH. Rolim et al. 
(2019) synthesized AgNPs using tea polyphenols and mentioned that, in 
addition to being capping agents, these compounds can act as antioxi
dant and anti-inflammatory agents, decreasing the nanoparticles’ 
toxicity. 

AgNP L was stabilized with citric and ascorbic acid, and other 
compounds such as polyphenols and flavonoids present in the lemon 
juice (Ortega et al., 2021), so a minor or reversible cell damage would be 
expected if the signal pathways activated are not necrotic. However, an 
effect on the viability of Caco-2/TC7 and Vero cells was observed, 
indicating the prevalence of other factors. 

Considering these results and the cytotoxicity classification based on 
the percentage of viability (74%–50%) of the ISO 10993 norm (Young 
et al., 2005) the AgNP L films would be slightly cytotoxic. 

Exposure to NPs and their subsequent uptake even affects phagocytic 

lines such as macrophages derived from THP-1 cells. Monocytic THP-1 
cells exhibited reduced phagocytic capacity compared to macrophages, 
because the latter have surface markers that allow them to engulf bac
teria or particles by phagocytosis compared to undifferentiated cells 
(Lunov et al., 2011). Fig. 4b and c shows the percentage of propidium 
iodide labeled dead cells (% of IP + cells) for each film sample. Under 
the assay conditions, regardless of the sample analyzed, no significant 
differences (p > 0.05) in necrotic monocytic THP-1 cells were observed 
(Fig. 4b). These cells are prepared to remove exogenous particles or 
bacteria, thus protecting against external attack. Furthermore, the assay 
was performed with 24 h incubation and maintained FBS content, which 
may interfere with the effect of NPs. It has been shown that there may be 
differences in nanoparticle capture in the presence and absence of FBS; 
however, Kettler et al. (2016) have suggested that the presence of serum 
is necessary to maintain cell viability. 

Fig. 4.c showed that only AgNPs in situ films were significantly 
different (p < 0.05) from the control for THP-1 cells differentiated to 
macrophages. This behavior may be due to the low concentration of 
AgNP L (71.5 ppm) included in the nanocomposite films, and because 
the nanoparticles are capped with the phytochemical components of 
lemon with proven anti-inflammatory action. Besides it is important to 
remark that the percentage of IP + are within the range of DMEM 
control (Assad 2021 personal communication) consequence of experi
mental procedure, indicating the absence of cytotoxic effect. 

The differences observed between monocyte and macrophage cells 
may be associated with the expression of different markers (Assad et al., 
2021; Chanput et al., 2013). Lunov et al. (2011) reports that to the 
macrophages, in serum presence, the CD64 receptor participates in the 
uptake of foreign particles by phagocytosis. Thus, the response to an 
exogenous stimulus is different whether it is against differentiated or 
undifferentiated THP-1 cells, and especially when certain markers are 
studied (Assad et al., 2021). 

Fig. 4. Cytotoxic effect of control and nanocomposite films on a) Caco-2/TC7 and Vero cells, b) THP-1 as monocytes and c) macrophages.  

F. Ortega et al.                                                                                                                                                                                                                                  



Food Bioscience 53 (2023) 102562

8

The PCA including characteristics of AgNP in situ and AgNP L, and 
viability of Caco-2/TC7, Vero and % THP-1 cells (monocytes and mac
rophages) is shown in Fig. 5. Two principal components explained 82% 
of the total variance. CP1 (with the 47.9%) discriminated between the 
materials with and without CA and CP2 (which described 34.1% of the 
total variance) was associated with the type of nanoparticles incorpo
rated into the starch suspension. 

The CP1 component correlates linearly with the Caco-2/TC7 cells 
viability and the absorbance ratio of the FTIR peaks (related to the 
amorphous-crystalline phase amount of the films). CP2 was associated 
with the viability of THP-1 monocytic cells and differentiated to mac
rophages and the nanoparticles’ diameter. Both components allowed to 
explain the viability of Vero cells (CP1 = −0.76 and CP2 = −0.35) and 
the ζ (CP1 = 0.73 and CP2 = −0.64). The cophenetic correlation was 
0.964, indicating that the grouping of variables performed was 
satisfactory. 

3.4. Application of nanomaterials as food packaging on cheese 

Finally, active packages were developed by thermo-sealing the 
nanocomposite and control films, as shown in Fig. 6a, which were used 
to package soft cheese and were stored at 4 ◦C for 21 days. The cheese 
shelf-life was defined as the time required to reach 106 CFU/g of sample 
(López et al., 2011) and was determined by counting molds and yeasts. 
The shelf-life of the cheese control sample was 14 days, while those 
packaged with the nanocomposite and CL films showed an average 
shelf-life of 21 days (Fig. 6b). Although the nanocomposite samples were 
able to extend the shelf-life, the CL and AgNP L films were more effec
tive, probably because of the synergic effect of the compounds present in 
the lemon juice, such as flavonoids, polyphenols, organic acids, and the 
low pH of the film-forming suspension. Antifungal activity of citrus 
flavonoids has been widely investigated, as mentioned by Jing et al. 
(2014). Even though the antifungal effects of natural compounds can be 
affected by a wide variety of factors, some studies have shown that 
terpenes and phenolic compounds can damage the membrane of certain 
fungi and microorganisms denaturing proteins (Sikkema et al., 1995). 

AgNPs are well known for their antimicrobial properties against 
various pathogens, including bacteria and fungi, but the mechanisms 
responsible for this activity are not well established to date and are still a 
topic of debate. In fungi, the exposure to AgNPs causes cellular defor
mation through interaction with unsaturated fatty acids, which in
creases the permeability of the cell membrane, resulting in the loss of 
water, salts, proteins, and some intracellular components that affect the 
viability and budding process of fungal cells (Al-Otibi et al., 2022; 
Meneses et al., 2022). On the other hand, a strong reduction in mycelial 
growth was also observed by Al-Otibi et al. (2022), while Lee et al. 
(2019) detected an increase in reactive oxygen species (ROS) production 
after exposure to AgNPs in C. albicans but not in Saccharomyces cer
evisiae. With respect to antimicrobial activity, several studies suggest 
that AgNPs are effective on both Gram-negative and Gram-positive 
strains. They cause cell damage and subsequent death through the 
generation of ROS, free radicals derived from the surface of AgNPs, 
silver ion stress, interactions with the bacterial cell that lead to depletion 
of intracellular ATP levels and damage to respiratory enzymes, among 
others. These mechanisms depend on the size, shape, charge, concen
tration, and capping agent of the nanoparticles (Liao et al., 2019; Van
lalveni et al., 2021). 

For AgNP L and CL films, the count of lactic acid bacteria after 21 
days of cheese storage, were similar at the initial content (7.15 ± 0.04 
log CFU/g for AgNP L, 7.40 ± 0.40 log CFU/g for CL, being the initial 
count for both 7.09 ± 0.01 log CFU/g). Similar results were described by 
Incoronato et al. (2011), who observed that the incorporation of AgNPs 
did not affect the growth of functional lactic acid bacteria in samples of 
Fior di Latte cheese stored at 10 ◦C. 

Fig. 7 shows the corresponding photographs of the packaged cheese 
samples after 7, 14, and 21 days of storage at 4 ◦C. Visually, the cheese 
samples packaged with films containing AgNPs in situ showed an 
absence of yeast and mold on the samples’ surfaces after 14 days. This 
agrees with the results of the shelf-life previously mentioned. On the 
other hand, it was observed that after 21 days, CL and AgNP L films did 
not show any spoilage, although they evidence a slight increase in the 
coloration of the samples, probably due to the dehydration of the 
samples. 

Consumer preference for natural foods has been a limiting factor for 

Fig. 5. Biplot graph resulting from the PCA of the viability of the three cell 
lines tested and the characteristics of the nanocomposite materials (yellow dots) 
containing AgNP in situ and AgNP L (red dots). The parameters analyzed were 
the Caco-2/TC7 and Vero cells’ viability and the % of THP-1 cells (monocytes 
and macrophages) positive for PI, the ratios of the FTIR peaks 1022/995 and 
1045/1022, and characteristics of nanoparticles as the mean diameter and ζ of 
the suspensions that contain them. 

Fig. 6. a) Cheese packages obtained by thermo-sealing of the films. b) Impact 
of different packaging on shelf-life of refrigerated cheese samples. 
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the implementation of nano-packaging technologies (Padmanabhan 
et al., 2018). However, an increase in the development of these tech
nologies in conjunction with evidence on risk assessment could help to 
remove consumer concerns and enable further development of the 
active food packaging market. Production costs and the current legis
lative framework for this type of material were evaluated, and further 
progress is still needed in this regard. 

Table 2 shows the production cost analysis of the nanocomposite 
films. For this purpose, the market prices of the components of the 
formulations were considered: corn starch, glycerol, AgNO3, maltose, 
and lemon. To obtain the production cost for the formulations it was 
considered that to obtain 1 m2 of film, 3140 g of filmogenic suspension 
were needed, since a constant molding ratio of 3.14 kg/m2 was used. 
The costs associated with energy consumption, salaries, and the used 
equipment were not considered. 

In addition, it is important to point out that high-value by-products 
can be obtained from the peels, pulps, and seeds remaining after 
obtaining lemon juice, such as lemon essential oil and citrus-pectins, as 
well as concentrates, cremogenates, and other derivatives. Furthermore, 
citrus peel extracts can be used to obtain AgNPs (Kahrilas et al., 2014; 
Kaviya et al., 2011). Therefore, the use of by-products and waste con
tributes to the design of sustainable processes, considering the premises 
of the circular economy. 

Likewise, the advantages of these nanocomposite films as food 
packaging compared to other food packaging materials are there: high 
bio-desintegration rate and antimicrobial capacity without conferring 
cytotoxic characteristics. 

4. Conclusion 

The synthesis of AgNPs using by-products and environmentally 
friendly reagents allows to obtain stable particles with variable size and 
morphology in a short time with simple techniques. Smaller and more 
stable AgNPs, than those synthesized in situ, were obtained by using 
lemon juice as a reducing, capping and stabilizing agent (AgNP L) 

without affecting the filmogenic capacity of the suspension. 
While both nanocomposite materials exhibited desirable properties 

for food packaging, including antimicrobial capacity against food-borne 
pathogens, films with AgNP L showed better mechanical and barrier 
properties than those with AgNPs in situ and require low production 
costs. Lemon juice, in addition to providing compounds necessary for 
the nanoparticles’ synthesis, contains components with crosslinking 
and/or plasticizing action of the polymeric matrix and others, such as 
polyphenols, that can protect cells from possible cytotoxic damage. 

Likewise, considering the cytotoxicity classification based on the 
percentage of cell viability on Caco-2/TC7 and Vero cells as well as THP- 
1 cell line, nanocomposite materials containing both AgNP in situ and 
AgNP L are not potentially cytotoxic. 

Active packaging obtained by heat-sealing the films extended the 
shelf-life of cheese by 7 days under refrigerated conditions, being those 
containing AgNP L. Finally, with a view to a future application, the 
current regulatory framework that considers this type of materials has 
been revised. Thus, considering the migration test previously performed, 
the developed nanocomposite films comply with the limits established 
by both EU legislation and MERCOSUR. Therefore, it is expected that a 
wide spectrum of possible applications will open for these materials. 
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Fig. 7. Photographs of cheese samples packaged with CS, AgNP in situ, CL, and 
AgNP L films, respectively, and stored at 4 ◦C. 

Table 2 
Production cost analysis of nanocomposite films.  

Components price (u$s) Suspension content required 
for 1m2 film 

Contribution to the 
cost (u$s) 

AgNPs in situ films 
Corn starch (1.50/Kg) 94.2000 g 0.14 
Maltose (106/500 g) 0.8164 g 0.17 
AgNO3, ACS, 99,9+% 

(87.90/25 g) 
0.7062 g 2.48 

Glycerol, ACS, 99,9+% 
(111/L) 

28.2600 g 2.48 

Total cost for 1 m2 of film 5.27 
AgNP L 
Lemon juice (0,24/100 

ml) 
80 ml 0.24 

AgNO3, ACS, 99,9+% 
(87.90/25g) 

0.0221 g 0.08 

Total cost for 100 ml of AgNP L 0.32 
AgNP L films 
Corn starch (1.50/Kg) 94.2000 g 0.14 
AgNP L 60.4 ml 0.19 
Glycerol, ACS, 99,9+% 

(111/L) 
28.2600 g 2.48 

Total cost for 1 m2 of film 2.81 

The reagents’ costs were obtained from www.alfa.com, except for corn starch, 
which was taken fromMercado Libre Argentina (www.mercadolibre.com.ar) 
and lemon from www.alimentosargentinos.gob.ar. 
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López, O. V. (2011). Desarrollo, caracterización y aplicación de envases biodegradables a 
partir de almidón. Universidad Nacional de La Plata.  
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